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ABSTRACT

The methods and results of measurement of more
than 100 Energy Doubler magnets are described. Train-
ing, quenchbehavior, ac loss, Integral field, longi-
tudinal homogeneity DC and AC multipole content, and
vertical-plane angle measurements are described.

- INTRODUCTION

The evolution of Energy Doubler magnets since the
development of a superconducting accelerator at Fermi-
lab began in 1972 has been described in numerous re-
ports to previous accelerator conferencesland in other
places.2 Basically, the Energy Doubler is a supercon-

ducting synchroton whose magnets will be installed under

the existing conventional magnets in the Main Ring tun-
nel. Injection will be at approximately 100’ to 150 GeV
from the Main Ring. The Energy Doubler magnets.are to
be capable fo containing 1-TeV protons at fields of 4.3
T and the ring will also be capable of belng operated
as a storage ring for both protons and antiprotons made
by Main Ring protons, then cooled.
also make possible welcome savings in Fermilab's large
power bill and the first phase of the project is to
build an Energy Saver ring.

. There have been a number of advances in the magnet
design since the previous conference, including:

1. a new collar3 (called "Type V') to hold the
coils firmly in place during excitation,

2. use of Ebonol-treated strand (replacing Stay
brite) to reduce eddy~-current losses during
ramping. The losses have been reduced to
one-fourth of their previous value,

3. redesign of the pressure-relief system to

- lower the pressure rise during quenching.

4. reduction of the dipole length from 22 to 21.
feet to give more lattice space for correc-
tion elements.

There have been significant sucesses in cooling a
large (25 magnet) strings of magnets and transporting
90-GeV protons through the string. This work has shown
that it is possible to transport beams in a large super-
conducting system without great difficulties from quen-’
ching.

Simultaneously, 2 magnet test facility has been
developed, built, and is in full operation®. It is
shown in Fig. 1. The facility's 1500 W CTi~Sultzer re-
frigerator and subcooling distributor is capable of in-
dependently cooling magnets on all six test stands (5
- dipole and 1 quadrupole). Magnets are cooled in ap-

. proximately 4 hours and tested at 4.7K in single phase
liquid helium. After some minimal training to full
field, ac losses, integral field, DC and AC multipole
distributions, remanent fields and vertical-plane or-
jentation are measured for each magnet.

A computerized measurement system taking data
through a CAMAC PDP~11 configuration is used. The sum-
marized data are transferred and stored in the Fermilab
PDP-10 for access by anyone interested in Energy Doubler
magnet data.

, We have carried out more extensive investigatton
of effects such as quenching and heat cycling in parti-
‘cular magnets and will describe them later in this re-
port. A system of r... -temperature measurements at low
fields has been developed by R.E. Peters’ to give rapid
feedback to the production process and the correspon-—
dence between these measurements and the superconduct-
ing results from our facility has been studied in de-
tail. With appropriate scaling of the dipole and sex~
tupole components to account for the differences aris-
ing from the lack of a steel yoke the room-tempera-

Operated by Universities Research Association, Inc.,
under contract with the United States
pepartment of Energy.

The synchrotron will

ture measurements give accurate prediction of supercon-
ducting performance.

We now turn to a more detailed discussion of re-
cent results.
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Fig. 1. Magnet Test Facility
Big pipes are exhaust pipes for quenching.
Vacuum insulated transfertubes are comnect-
ing 6 magnet stands to distribution hox.
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Fig. 2 Ramp Rate Dependence of Quench Current



DIPOLE MAGNETS

1. Training and Maximum Quench Currents. In these
measurements, a quench is detected by monitoring the
resistive voltage across the magnet. The inductive
voltage drop is bucked out by a toroidal coil coupled
to the current bus. When a quench is detected, most

of the stored energy is dumped by a thyristor switch
into an external water-cooled resistance. At full cur-
rent, only 0.l MI of the full 0.5 MJ stored energy is
dissipated in the magnet. We have separately studied
dumping the full 0.5 MJ in the magnet as part of the
pressure~relief tube redesign mentioned above. We have
also measured the field changes with quenching and
found them to be very small. - ‘

' With the tight restraints of the Type V collars,
very little training 1s needed to reach full field,
Magnets usually reach 43004 at a 200A/sec ramp rate-
after a few quenches. Figure 2 shows a. typical ramp-
rate dependence of maximum quench current.

There have been some recent magnets that could not:
reach 4300A, The low maximum quench currents were
closely correlated with low short-sample currents of the
cable used in the coils. A detailed investigation by
W.A. Fowler has indicated that the low current capabi-
lity is traceable to a few bad billets of superconduct~
ing strand.

"2, AC loss. Most of the eddy-current loops have been
eliminated by the use of Ebonol-treated strand3.. The
ac loss is now consistently smaller than 500 Jleyele,
which is low enough to allow operation at 50 GeV/sec:
rate of rise with the planned ref-~'oeration system.

3. Integral Fields. The integral fielas .. ~wred as
a function of excitation by a stretched-wire system. .
The integral field is approximately 6.409 T-m/KA. Fig-.
ure 3 shows the dependence on excitation and it can he
seen that the hysteresis is quite small. The stretched—
wire system 1s a difficult measurement and we have -
therefore recently developed equipment that scans the
field through the magnet with a NMR probe and a NMR-
calibrated Hall probe for the fringe fields, This
system is providing a more accurate absolute integral
field as well as the longitudinal (z) structure of the
field. An example is shown in Figure 4.

4. Multipole Flelds. The field in the beam bore is
measured by a harmonic coil, To give an accurate des-
cription of the fileld, harmonic components up to the
30th pole are required.

Qur coil is 8 feet long and therefore three meas-
urements -are required to cover an entire magnet. Sig-
nals are analyzed in real time and transformed to nor-
mal (by) and skew (ap) harmonic components defined as

o0
Cm
B, + 1B, = B, Zo'(b“ +1a ) (x + 1y)
n=

] 1.6auss

where the pole number is 2 (n+l). The sextupole and
decapole values are used to adjust the key angles of |
the coils. Figure 5 shows the history of sextupole
companent changes.

©
+20
+10 ( [ AN A
o |\ | N
-10 : My _
N
30 \
) 1 2 3% {(K&)
Fig. 3 .
Fleld Deviation From Linear Line in
PCA~159.
Reference line was taken as B(KG)=9.979I(KA)
This data indicates that mapgnet hysteresis
is 14G and saturation of the Iron became
~ visible around 3000 A then reaches up to
. 20G at 4000A;
POLE NORMAL SKEW
2 1
4 4.542E-6 6.823E-5
6 ~4,785E~4 ~9.876E-5
8 -9,.913E-6 -1.583E-5
10 © 8.838E-4 ~5.766E-5
12 -3.867E-5 ~7.819E-5
14 5.296E-4 ~9.400E-6
16 ~1,326E-4 1.169E-4
18 ~1.681E-3 -4 ,401E-5
20 1.159E-5 1.314E~5
22 5.773E-4 . ~1.115E~5
24 1.870E-5 ~1.566E-5
26 _ ~1.587E-4 7.454E-6
28 ~9.009E-8 -9.7748-%
30 1.037E-5 -3,141E-6
Table 1

Harmonic component of integral field in magnet
PCA-159 at 1.0 inch from the center of the field.
The measurements were carried out in .three pos-
itions to cover whole magnets with 8' long har-
wmonic probe ccils, The curremt is 4Q00A. (40KG)
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There have been some difficulties with overpres-
sures in the collaring process partially crushing the
small helium irrigation chamnels locatecd next to the
inner-coil keys. The resulting changes in coil dimen-
sions are mirrored in changes in the sextupole. With
careful attention to quality control, it is now feas-
ible to build production magnets whose multipole com—
ponents are all within tight tolerances.

Because of persistent currents in auperconductors,
some multipole components have large hysteresis effects,
as shown in Figure 5, but they are quite reproducible.
They are, of course, less important at higher excita-
tions. There are no observable saturation effects on
the multipole components, because the iron is far from
the coils. Figure 7 shows the vertical field profile

) in the median plane.

Harmonic components are also measured dynamically
hith ramping current. TFigure 8 is a comparison be-
tween AC and DC.  As predicted for reduced eddy-current
loops, very little effect of the ramp rate is observed
in Ebonol magnets.

5. Fileld Orientation. The cryostat 1s aligned with the
magnet yoke at room temperature during assembly by nul-
ling the field through a wire loop in the yoke oriented
in a vertical plane. The vertical plane 1ls then meas--
ured in the superconducting state by a stretched-wire
technique.

: The magnitude of the deviation of magnetic from
yoke vertical has been of concern to us, because it has
large consequences on the sizes planned for correction
dipoles. Results are discussed in the statistical sec-
tion below. We are still refining our techniques in
this measurement.

QUADRUPOLES

At the time in 1978 when the early prototype quad-
rupoles used in the 25-magnet string mentioned in the
introduction were to be measured, our quadrupole stand
was not complete and those five quadrupoles were meas-
ured in pairs on a dipole stand, We have since com-
pleted the qudrupele stand and have been developing
measurement techniques on the first new-series quadru-
pole (QB2) manufactured.
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Fig. 6 Hysteresis Behavior of Sextupole
Data was taken from various minimum cur-
rents to see the change in the hysteresis
loops.
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Fig. 7 Field Deviation of PCA-159 in the X-Plane.
The field is reconstructed from harmenic com-
ponents taken at 4000A. .
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Fig. 5 History ‘of Sextupole Control

Making measurement data as a negative feedback
for the shimming angle, it is possible to con-'
trol the field homogenéity. Increased compac-
tion made sextupoles larger (1-2) then shim an-
gles were adjusted to make it smaller(3). Over.
accidental collasping of the irrigation chan-
nels (4~5) shims were readjusted and the sextu-
poles settled down very close to the designed
values. (6)
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- Fig. Q—fizfaifféfile'df'PCA-IAB in Different Ramp
Rates at 400CA.
4,6,8,10,18, pole components are used to recon-:
struct the field The ramp rates are (1) DC (2)
160A/sec (3) 270A/sec. This data includes only
body field. Positive sextupoles are to be can-~
celled by negative sextupoles in. the end field.




1. Quench Current. Maximum quench currents are large
(4.57kA at a ramp rate of 670A/sec on QB2) and one can
only make the magnet quench at the maximum ramp rate of
our power supply.

2. Integral Gradient. The integral quadrupole strength
is measured with twin wire loops stretched through the
magnet. The relative difference in area of the two
loops 1s approximately 2x10-3. The Integral gradient
strength in QB2 is 121.6T, whereas the design value is
119.6T Measurement . ta on more quadrupoles are need-
ed. )

3. Multipole Fields. The harmonic coil is composed of
two main coils and four supplementary bucking coils. A
dipole component arises from off-center positioning of
the harmonic coil and this dipole component, as well as
the quadrupole component, must be suppressed to give
workable sensitivity for higher multipoles. Rough re-
ductions of the dipole and quadrupole are done by the
two main coils and further reduction to the order of
10-% is achieved with two orthogonal dipole and two
orthogonal quadrupole bucking coils.

The harmonic components are given in Table II at
4000A. The devistion from a pure quadrupole field is
"shown in Figure 9, The normal sextupole component can
be seen to dominate. There are also skew 8 and 10
poles and & normal 20-pole. The excitation dependences
of the 12th.decapole are shown in Figure 10. The
center line of the hysteresis has hecome much flattrer
than in older data. This means that the new collars
have almost completely eliminated coil motion. The
12 pole is also measured with a Morgan coil and the two
methods give similar results.

SKEW

POLE NORMAL
6 16.07 - 15,26
8 -1.13 - 4.33
10 1.49 = 4.64
12 - 2.42 C2.14
% 2.23 0.79
16 0.03 0.01
18 © 1,29 1.50
20 -4.13 0.66
22 " 0.29 -0.07
24 -0.10 ~0.29
26 -0.96 ~1.28
28 1.53 -0.14
30 0.28 0.20
;Table IT

Harmonic components of quad integral field relative to
noymal 4-pole x1074/inl~13 in magnet QB-2.
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STATISTICAL ANALYSIS OF DOUBLER MAGNET DATA

We have made 100 individual measurements on about
70 Doubler magnets, A statistical overview of the data
is persented here. .

Figure 11 is a histogram of quench currents at
roughly similar conditions, both internally in meas-
urements and with respect to the Doubler operation.

The typical temperature in single phase (18) is 4.7K
(%0.1K) and 4.55K in two-phase retum, Generally the
subcooling of 1@ is 3 psi and mass flow 1s 20-30 gm/sec.

Recent magnets have been typically made with
Ebonol inner coill and Staybrite outer coils and conse-.
quently the quench current at 200 A/s~Doubler ramp rate
1s enhanced. We have also measured the quench behavior
of magnets whose coils are made with Zebra conductor
and also some with Kapton tape insulator between
strands. :

Data on a ac loss measurements are summarized in
Fig.12., C(learly, different types of wire are distin-
guishable, Staybrite being generally worst (due to

eddy-current coupling} and wire containing only Ebonol
being best. There 1s a large reduction in cyclic loss

‘when Ebonol strand is used.

There have been noticeable changes in transfer
ratios (Gauss/Amp) with various collaring schemes, as
shown in Figurel3 . The FWHM is approximately 0.1%
over all magnets measured, however bunching at a small—
er width can be percieved as a function of magnet num—
ber(which is roughly time). We measure the transfer
ratio (TR) by means of a NMR control circuit. Any
errors in collaring can be clearly seen and feedback
for monitoring and for improving collaring 1is thus
provided. '

The integral field is quite hard to measure in a
22~-ft. dipole by the stretched wire and until recently
some data were inadequate. Nevertheless, at C,1%,
the Doubler magnets are clearly reproducible in effec-
tive length. Is shown in Figure 14.

We have made detailed studies of the rotation of
the dipole field with quench history and also with (and
this is a more violent change) warmup-coéldown cyecles.
So far we have indicatioms that the field orientation
rotates randomly over. a heat cycle, but it is within
the order of 0.2 mrad at its maximom. Harmonic
components were also measured, but the changes ob~

.served were very small.
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Fig.10 Excifacionvneﬁéndence of the li-pole.
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" Ve CONCLUSION
Eddy Current Loss
* The Magnet Test Facility has made 1t possible to
500+ : x _carry out a wide series of magnetic measurements on
® .Energy Doubler magnets. The results are quite accurate;
. x X : fields are measured to the order of 1G in 4x104G, in
400+ % * .covering many effects important in the design of the
o ) ’ xf x : magnets. We believe that the basic principles of the
n x x - S x magnet design have been established and that we are
u oo . x x ‘now fine-tuning the magnet design to provide fields
2 q% o x -% L XX precise and reproducible encugh for all the applica-
g & E?q na Ko X X ¥y x ¥ tions envisaged for the Energy Doubler.
200 u xX .
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